NiChrome

Dlaitra

Ohms/ft at Room Temperature
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Diameter

0.813
0.7239
0.6426
0.5740
0.5105
0.4547
0.4039
0.3607
0.3200
0.2870
0.2540
0.2261
0.2032
0.1803
0.1600
0.1422
0.1270
INBEX]
0.1016
0.0889
0.0787

NiCr A NiCr C
0.06248 0.06488
0.07549 0.08151
0.09907 0.10290
0.12540 0.13020
0.15870 0.16480
0.20010 020780
0.24990 0.25950
0.32100 0.33330
0.40630 042190
0.50150 0.52080
0.63480 0.65920
0.80020 0.83100
1.01500 1.05500
1.27300 1.32200
1.60900 167100
2.02900 2.10700
2.571 2670
3.224 3.348
4.094 4.252
5.090 5.286
6.500 6.750
8.206 8.522
10.160 10.550
12.890 13.390
16.380 17.010
20.730 21.520
26.000 27.000
32.100 33.330
40.630 42.190
53.060 55.100
67.640 70.240

Gauge Wire
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°F
°C

% Increase

Diameter °F

(mm)
2.591
2.311
2.057
1.829
1.626
1.448
1.295
1.143
1.016
0.914
0.813
0.7239
0.6426
0.5740
0.5105
0.4547
0.4039
0.3607
0.3200
0.2870
0.2540
0.2261
0.2032
0.1803
0.1600
0.1422
0.1270
0.1143
0.1016
0.0889
0.0787
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Approximate Amperes to Heat NiChrome Wire

400 600 800 1000 1200 1400 1600 1800 2000
°C 205 316 427 538 649 760 871 982 1093
16.2 233 29.7 37.5 46.0 56.0 68.0 £0.0 92.0
13.8 19.2 248 31.5 39.0 48.0 57.0 67.0 78.0
11.6 16.1 20.8 26.5 335 40.8 48.0 56.0 65.0
9.80 13.6 17.6 22. 28.2 34.2 41.0 48.0 55.0
§.40 11.6 15.0 18.8 235 29.0 34.6 40.5 46.0
7.20 10.0 12.8 16.1 20.0 24.5 294 343 392
6.40 8.70 10.9 13.7 17.0 20.9 25.1 294 33.6
5.50 7.50 9.50 11.7 14.5 17.6 21.1 24.6 28.1
4.80 6.50 8.20 10.1 12.2 14.8 17.7 207 23.7
4.30 5.80 7.20 8.70 10.6 12.7 15.2 17.8 20.5
3.80 5.10 6.30 7.60 9.10 11.0 13.0 15.2 17.5
3.30 4.30 5.30 6.50 7.80 9.40 11.0 12.9 14.8
2.90 3.70 4.50 5.60 6.80 8.20 9.60 11.0 12.5
2.58 3.30 4.00 4.90 5.90 7.00 8.30 9.60 11.0
2.21 2.90 3.40 4.20 5.10 6.00 7.10 §.20 9.40
1.92 2.52 3.00 3.60 4.30 5.20 6.10 7.10 8.00
1.67 2.14 2.60 3.20 3.80 4.50 5.30 6.10 6.90
1.44 1.84 2.2 2.73 3.30 3.90 4.60 5.30 6.00
1.24 1.61 1.95 2.38 2.85 3.40 3.90 4.50 5.10
1.08 1.41 1.73 2.10 2.51 2.95 3.40 3.90 4.40
(.92 1.19 1.47 1.78 2.14 2.52 2.90 3.30 3.70
0.77 1.03 1.28 1.54 1.84 2.17 2.52 2.85 3.2
0.68 0.90 1.13 1.36 1.62 1.89 218 2.46 2.76
(.59 0.79 0.97 1.17 1.40 1.62 1.86 2.12 2.35
(.50 0.68 0.83 1.00 1.20 1.41 1.60 1.80 1.99
(143 0.57 0.72 0.87 1.03 1.21 1.38 1.54 1.71
(.38 0.52 0.63 0.77 0.89 1.04 1.19 1.33 1.48
(.35 0.46 0.57 0.68 0.78 0.9 1.03 1.16 1.29
(.30 0.41 0.50 0.59 0.68 0.78 0.88 (.98 1.09
0.27 0.36 0.42 0.49 0.58 0.66 0.75 (.84 0.92
(1.24 0.31 0.36 0.43 0.50 0.57 0.64 0.72 0.79
NiChrome C

400 600 800 1000 1200 1400 1600 1800

93 204 315 427 538 649 760 B71 982

1.7 3.5 5.2 6.9 8.6 9.2 9.8 10.2 10.5
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